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A B S T R A C T

The effect of gaseous atmosphere during Laser Powder Bed Fusion (L-PBF) was analysed on an Inconel 625 alloy. 
The bead dimensions, the surface finish, the porosity rate and the resulting microstructure were analysed for 
three different gases (Argon, Nitrogen and Helium) in an industrial L-PBF machine, using rather high energy 
density promoting keyhole welding regime. No clear effect of gas nature on energy coupling was shown when 
considering fusion beads on L-PBF parts. However, this work shows that gas, and especially helium mostly 
modifies surface finish, due to a modification of heat dissipation at the interface between the built part and the 
powder bed. This effect is clearly beneficial for vertical builds but is balanced by a possible and detrimental 
reduction of surface tensions for inclined and overhanging surfaces. The data presented here indicates a mod-
erate benefit of He and N2 gases on porosity rates at high laser energy, but the as-built microstructures do not 
exhibit detectable differences, at the scale considered for the analyses (SEM + EBSD). Some physical aspects of 
the liquid/gas interface are discussed at the end of the paper to explain the observed results.   

1. Introduction

L-PBF additive process, considered as one of the most promising
manufacturing routes for obtaining dense and complex metallic parts, 
involves a large number of experimental parameters like laser power, 
scan speed, layer height, hatch distance or scan strategy. On a large 
range of metals or alloys, including recently pure copper as shown by 
[1], L-PBF allows obtaining densities superior to 99 % (<1 % porosity) 
but rather deleterious surface finishes with minimum average roughness 
Ra superior to 6–7 μm. Microstructures that result from the high-cooling 
rates (around 106 K.s− 1) are usually fine cells or dendrites, more or less 
oriented parallel to the main build direction, with mostly {001} crystal 
textures for fcc (face-centered cubic) metals. 

Recently, several authors have contributed to a better understanding 
of physical mechanisms induced in L-PBF such as spattering effects and 
denudation near the L-PBF tracks. Related works operate in instru-
mented set-ups to facilitate the high-speed video analysis of phenomena 
[2]. Experimental and numerical works indicated that denudation 
comes from a recirculation gas flow induced by the vertical expansion of 
the vapour plume [3,4]. Spatter formation was also analysed and their 

evolution versus with (P, V) process conditions was evaluated qualita-
tively by Wang et al. [5] on a CoCr alloy, and quantitatively by 
Gunenthiram et al. [6] on 316L. Also, the use of time-resolved X-ray 
experiments at synchrotron allowed a direct and very useful side view of 
melt-pool instabilities, including keyhole porosities in L-PBF as shown 
by Zhao et al. [7]. 

Up to now, very few authors have considered the influence of gas 
shielding on L-PBF process stability and efficiency, and on resulting 
materials' properties. The main explanation is that most of industrial L- 
PBF systems only work under argon or nitrogen atmospheres. In most of 
the current published work on L-PBF, the machines operate under Ar 
shielding, which is the most common build environment, whatever the 
material considered. However, several gas features such as thermal 
conductivity K (W/m/K), density ρ (kg/m3) or viscosity η (Pa. s) are 
assumed to play a non-negligible role either on laser-material coupling 
(metal vapour expansion, pollution of experimental chambers) or on 
thermal boundary conditions and resulting materials' properties. 

In the early 2000's, a number of studies have considered the influ-
ence of various protective atmospheres during CO2 or Nd:YAG laser 
welding, with the objective of stabilizing melt-pool dynamics, increasing 
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penetration depths and limiting deleterious effects of the vapour plume 
on laser-material energy coupling. 

The transmission of laser energy through a Nd:YAG vapour plume 
has been analysed experimentally during welding, and Greses et al. [8] 
concluded to a combination of scattering and diffractive effects more 
than absorptive mechanisms. However, attenuation levels were shown 
to be rather low (<5 %) in the vapour plume. 

Ar, He and N2 gas protections were also tested during Inconel 690 
Nd:YAG pulsed welding [9]. The minimum porosity rate (0.5 %) was 
obtained with N2, and the maximum (4–5 %) with Ar. As a possible 
explanation, authors mention: (1) a reduction of surface tensions under 
N2 that could allow gas bubbles to escape faster from melt-pools, (2) a 
faster dissolution of N2 bubbles in the melt-pool. The same authors also 
mention a huge reduction of vapour plume with He, due to its higher 
thermal diffusivity. 

The influence of O2 content in Ar, on the weld tracks shapes was also 
shown by Patschger et al. [10], who mentioned a step-by-step suppres-
sion of negative Marangoni flow at higher O2 contents, resulting in more 
vertical welds. 

Focusing now on more recent L-PBF works, one can distinguish be-
tween two approaches: (1) the direct analysis of L-PBF materials' prop-
erties under various protective atmospheres, (2) the physical analysis of 
laser-powder-melt-pool coupling under modified gas shielding. 

Regarding this first approach, Rakesh et al. [11] compared the 
morphological, microstructural and mechanical properties of an 
Al10SiMg alloy fabricated with L-PBF under Ar or H2 atmospheres. The 
main effect of N2 compared to Ar was a 25 % reduction of surface 
roughness, but nearly similar densities (around 98.5 %), microstructures 
and mechanical resistance under tensile loading. However, authors did 
not provide clear explanations for the observed results. 

For a given gas shielding, the influence of part position on the 
building platform, and distance to the incident crossflow is also of pri-
mary importance. For instance, Ferrar et al. [12] have shown that parts 
located at the higher distance from the gas flow entrance exhibited a 
higher porosity rate. Additionally, the L-PBF building strategy is con-
strained by vapour plume – laser interactions: Anwar et al. [13] indi-
cated that scan paths parallel to and in the same direction as the gas flow 
favour laser-plume interactions and are not recommended in a L-PBF 
procedure. This explains the occurrence of forbidden scan directions 
(mostly parallel to the crossflow direction) in many L-PBF machines. 

Reijonen et al. [14] has recently investigated the influence of argon 
flow velocity in a L-PBF machine on the resulting properties of a 316L 
steel. Below a given gas flow (around 1.5 m/s), and especially for high 
linear energy (P/V) conditions, the laser-metal vapour plume interaction 
limits energy transmission, strongly reduces penetration depth, and 
promotes porosity generation. 

Wang et al. [15] have compared the influence of Ar, He and N2 
during L-PBF on Al12Si aluminum alloy. A tiny increase of porosity rate 
was shown with He, which resulted in a severe reduction of ductility 
(− 50 %) during tensile testing. Authors explained this result by the 
occurrence of porosity clusters on all the L-PBF samples built with 

helium. A similar tendency was obtained by Dai et al. [16] with a lower 
porosity rate on Ar than on N2 and He. 

A limited number of authors have considered the influence of build 
environment at the melt-pool scale. Traore et al. [17] have shown that 
the use of He instead of Ar did not modify the global dimensions of 
fusion tracks and hence the resulting energy coupling. However, authors 
observed a reduced amount of spatters, and enhanced denudation phe-
nomena in He, as already shown earlier in [4]. The latter point was 
explained by ([4,18] by the numerical analysis of the vapour plume 
dynamics and the induced protective gas flow: under He, mostly due to 
the lower shielding gas density, a much faster gas flow is obtained that 
pushes powder particles towards melt-pool and promotes denudation. 
This also resulted in a higher building efficiency (=ratio between built 
volume and total melt volume) when considering single L-PBF tracks. 

A recent work by [19] has shown that a mixture of 50 % Ar and 50 % 
He was a promising atmosphere for increasing L-PBF build rates on 
Ti6Al4V alloy, due to an improved energy coupling and a process sta-
bilization. The use of He instead of Ar was also shown to increase metal 
hardness and tensile strength before and after heat treatment. According 
to the authors, a possible explanation could be a modification of Al 
vaporization under He. 

In the current investigation, and following the recent comparison of 
He and Ar shielding at the melt-pool scale by [17] on an Inconel 625 
alloy, a series of cubic or parallelepipedic specimens were manufactured 
by L-PBF in an industrial machine. The objective was to evaluate the 
influence of pure Ar, He and N2 atmospheres on the morphological and 
microstructural properties of as-built parts. The resulting as-built sam-
ples were characterized using 3D profilometry, optical microscopy, 
EBSD, micro-hardness testing and X-ray diffraction. 

2. Experimental procedure

2.1. Process conditions 

L-PBF tests were carried out using an industrial SLM 125 HL machine 
from SLM Solutions Gmbh, with specific modifications of gas inputs and 
O2 control to allow the use of a large range of gas, including He. For 
more precise data, the gas flow configuration inside the SLM125 HL 
chamber is well detailed in a recent publication by [14]. 

The main L-PBF process condition (P, V) are summarized in Table 1, 
for cubes, walls and cylinders. The corresponding volume energy density 
(VED (J/mm3) = I / V) and laser intensity (I (MW/cm2) = P (W) / Slaser 
(cm2)) values are also reported. As a reminder, the VED considered in 
the current work (=I / V) is different from VED classically used in most 
of L-PBF works (called here VED*), which considered another formu-
lation including hatch distance and layer height (VED* = P / (V. Δh • H). 
Such a VED formulation, considering laser diameter D, is mainly derived 
from analytical welding models that consider instantaneous laser-matter 
interaction [20], and establish a direct link between normalized pene-
tration depth and VED. 

For all these tests, the following process parameters were kept 
constant: 

- A back-and-forth (zigzag) stripe scanning strategy for all the hatch-
ing areas, with a hatch distance of H = 120 μm,  

- a 33◦ rotation between layers and a constant laser beam diameter of 
D ~ 73 μm at 1/e2 (estimated using a beam analyser through the 
determination of the laser caustic)  

- a Δh = 50 μm layer height (=building platform shift)  
- A 10◦ angle of 3D samples versus recoater direction (Fig. 1a) 

Specific O2 probe systems were also installed, together with high 
speed imaging of the process (Fig. 1b). 

To ensure a nearly similar protection against oxidation, the inward 
gas flows Vgas were adapted, depending on the gas density (Fig. 2). This 
resulted in rather similar dynamic pressure ρVgas

2 between Ar and He 

Table 1 
Process parameters and build parts' dimensions.  

Parts N◦/ 
Name 

Dimensions 
[mm] 

P 
[W] 

V 
[mm/ 
s] 

VED 
[J/ 
mm3] 

I [MW/ 
cm2] 

Squared 
samples 

1 & 5 Length 10 
Thickness 10 
Height 5  

200  750  64  4.8 
2 & 6  200  1000  48  4.8 
3 & 7  300  750  96  7.2 
4 & 8  300  1000  72  7.2 

Walls 1, 2, 3 
angle 
0◦

Length 15 
Height 7 
Thickness 0.5 
or 1 or 5  

275  760  86  6.6 

A, B, C 
angle 
40◦
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(around 13 Pa) and a somewhat higher pressure (30 Pa) for N2 using 
recommended conditions. 

The gas disruptions observed in Fig. 2 are not systematic. They have 
been obtained only in the case of external gas extractions (through the 
device shown in Fig. 1b) to measure local O2 contents. Therefore they 
have not been considered as influent on the final properties. 

2.2. Material and material characterization 

The used Inconel 625 powder is similar to the one used in a recent 
publication by [17] with a chemical content of 63.8 Ni - 22.16 Cr – 9.2 
Mo – 3.67 (Nb + Ta) – 0.3 Fe – 0.3 Co (with Si, C, Mn, P, S < 0.05 %), and 
powder grain diameters of d10 = 11 μm, d50 = 25 μm and d90 = 42 μm. 

The analysis of surface roughness was made with a Dektak 150 Stylus 
profilometer on 3 mm × 3 mm windows and a 2.5 μm tip radius. Vickers 
microhardness tests were performed using a Clemex set-up, with a 200 g 
loading force, and with a 300 μm spacing between indentations. The 

microstructures were examined by optical microscopy, and scanning 
electron microscopy (Philips XL 40 SEM-FEG) after immersion in a 
dedicated chemical etching containing 92 % HCl, 5 % H2SO4 and 3 % 
HNO3 during 30 to 50 s. EBSD analysis were carried out on a SEM-FEG 
ZEISS Supra 55 VP at ICMMO (Orsay, France). Last, X-ray diffraction 
tests were carried out, following a similar procedure to the one described 
in [21] in order to estimate second and third order stresses (work- 
hardening) through the measurement of X-ray peaks' broadening. A 
X'PERT PANalytical θ-2θ goniometer was used, with a copper anticathod 
(λCu = 0,154,184 nm), and a X-ray collimated spot of 2.5 mm in diam-
eter on the analysed sample. 

3. Influence of gas shielding on bead's dimensions

Our recent work [17] has shown a limited effect of gas shielding on
single L-PBF tracks. However, when building 3D samples, the heat 
accumulation during additive manufacturing combined with a possible 
change in thermal dissipation in the surrounding gas can affect the 
global shapes and sizes of L-PBF tracks. To address this aspect, the last 
layer of the cubic L-PBF samples built in Ar, He or N2 atmospheres was 
analysed after chemical etching, with a specific positioning of the 
hatching direction perpendicular to one of the side faces (Fig. 3). A 
comparison with single tracks is shown in Fig. 4 for Ar shielding. That 
simple comparison clearly indicates an increase in bead dimensions 
(width and height) on the 3D sample, where the keyhole welding mode 
is more pronounced for similar (P, V) values because of pre-heating ef-
fects. This oversizing of beads is moderate at low VED (48 J/mm3) but 
increases up to +20 % on widths and heights for higher VED, as shown in 
Fig. 5. On the other hand, considering the scattering on experimental 
data, an influence of gas nature on beads size is not clearly observed, 
whatever the configuration (single tracks or 3D samples). This tends to 
confirm that the modification of the shielding gas thermal properties, 
even with a factor 9 increase of thermal diffusivity between Ar and He, 
does not play a significant and dominant role on melted zones. 

4. Analysis of surface roughness

The surface finish of as built parts is an important criterion to
consider in order to limit the post-processing steps. 

In L-PBF, the arithmetic average surface roughness Ra (Eq. (1)),

Fig. 1. (a) Standard build plate manufactured on the SLM 125 HL machine for the analysis of shielding gas effect, (b) O2 probe systems installed in the machine and 
high speed imaging through the processing window. 

Fig. 2. Inward gas speeds for Ar, He, N2 in the L-PBF machine chamber.  
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usually superior to 6–7 μm, is mostly due to:  

(1) non-melted or partially melted powder grains agglomerated on 
the samples' edges. Such a deleterious effect tends to increase 
when the wall temperature (=the surface temperature at the 
interface with the powder bed) is high. For this reason, smaller 
powder grains are supposed to improve L-PBF surface finish by 
limiting protrusions,  

(2) a staircase effect promoted by large parts' inclinations (=large 
building angle versus normal direction), as modelled by Strano 
et al. [22]. 

Other features such as intense spattering can also promote high 
surface roughness, either on the building surface or on the lateral built 
sides (=sample's edges). 

4.1. Influence of the gaseous atmosphere on surface roughness 

The influence of the nature of the gas, on surface finish was evaluated 

by roughness measurements carried out using a mechanical profilometer 
(Veeco Dektak 150). The average roughness Ra and the perimeter τP 
(corresponding to the effective length scanned by the stylus and 
compared to the reference length: Eq. (2)) have been measured. 

The corresponding analytical formulations are indicated here below: 

Ra =
1
l

∫ l

0
|z(x) | dx (1)  

τp =
(lr − l)

l
(2) 

With z(x) = distance to the average surface height, l = reference scan 
length, lr = recorded scan length. 

For each VED, two cubes were made, one in the front of the build 
plate (window side) and another at the back of the build plate (scraper 
side: Fig. 1) in order to estimate possible discrepancies. Here, as all of the 
parts are identical and oriented identically on the plate, only the effect of 
the surface temperature will be studied. The aim is to determine the 
effect of thermal conductivity of gases and potential modifications of the 

Fig. 3. Experimental analysis of beads dimensions on the last built layer.  

Fig. 4. Cross section of cubes obtained for various (P, V) conditions and comparison with single beads dimensions (Ar shielding gas), hatch distance = 120 μm.  
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surface roughness. 
Surface topography maps of (3000 × 3000) μm2 area obtained on 

lateral surfaces (O, y, z) are presented in Fig. 6. The main differentiating 
result is that fewer powder grains are agglomerated on the surface 
manufactured under helium. This may reflect a larger thermal dissipa-
tion and lower wall temperature caused by the approximately 9 times 
higher thermal conductivity of helium compared to that of argon or 
nitrogen (Table 2). As the powder bed is composed of a 50 % gas – 50 % 
powder mixture, where the gas plays a dominant role on equivalent 
properties, a larger heat removal is expected under He atmosphere, 
which would result in fewer powder agglomerates. An additional 
explanation would be the reduction of spatters, widely investigated by 
Traore et al. [17]. The ripple pattern, linked to the superposition of 
layers and the resulting menisci is also less marked under He, further 
improving the surface finish. 

The amount of powder grains on as-built surfaces under Ar and N2 
atmospheres seems similar. However, in the case of N2, protrusions are 
visible on the beads, probably coming from coalesced powder grain 
agglomerates (about 80–90 μm in height Fig. 6) which deteriorate the 
average roughness of the surface. This result, and the pronounced ripple 
effect, may reflect a reduction of surface tension at the interface between 
the melt pool and the N2 atmosphere which promotes capillary 
instabilities. 

A summary of Ra and τP measurements is presented in Fig. 7. It 
confirms that He provides the best average surface roughness with Ra 
between 7 and 9.5 μm, and N2 shielding the larger ones (9 < Ra < 15 
μm). As expected, the average roughness also increases with the energy 
density, confirming the correlation between wall temperature and sur-
face finish. 

Similar, but even clearer conclusions were obtained on the perimeter 
increase τP (Fig. 7b). The contribution of peaks and valleys provokes a 6 
% ± 2.5 % increase of the surface line under He, versus 12 ± 3 % under 
N2 and 10 ± 3 % under Ar. This results in a lower specific area under He. 
Last, an important variability on Ra and τp values was also observed, 
also depending on the location of the part on the build plate (Fig. 7). This 
was particularly obvious for He and N2 and could be correlated to the 
inhomogeneous aerodynamic flow within the L-PBF chamber, and 
especially to the fact that the inward fluid speeds of N2 and He are 
significantly greater than for Ar (Fig. 2). 

In the LPBF process, the surface finish is generally assessed on ver-
tical as-built (O, y, z) surfaces. However, the morphological analysis of 
the upper surface (O, x, y) also makes it possible to evaluate the stability 
of the process, the contamination by spatters, and the homogeneity of 
the powder layer. Some pictures recorded by a high-speed camera 

during the process, combined with SEM images of as-built surfaces and 
surface topography maps are presented in Fig. 8. This confirms that 
surfaces built under He are clearly smoother (Sa = 14 μm versus 20 μm 
with Ar and 32 μm with N2), not only because of fewer liquid spatters 
(see high-speed images in Fig. 8) or agglomerated particles, but also 
because of a lower wetting angle of adjacent beads, that minimizes the 
amplitude of peaks and valleys. 

More in detail, under argon and nitrogen, we can clearly see the 
periodic relief (hollows and bumps) formed by the overlap of single 
tracks whereas the convexity of overlapped tracks is smaller under He 
(SEM picture). This result could possibly reflect a modification of surface 
tension γLV [N/m] between He and liquid Inconel 625, promoting better 
spreading of the liquid metal, and limiting melt-pool destabilization. 
Such an effect could come from a modification of the local O2 rate near 
the build parts, as He is not considered as a chemically active and 
potentially surfactant gas. 

4.2. Influence of build orientation and part thickness on surface 
topography 

The undercut surfaces of inclined parts are areas where:  

- laser heat accumulates locally because of a direct irradiation of the 
melt-pool powder bed interface, and because of the low equivalent 
conductivity of the powder bed (ten to fifty times less conductive 
than the solid depending on the models considered).  

- surface roughness is deteriorated due to a large increase of stuck 
particles, and due to the melt-pool overflow when the gravity forces 
(Fg = ρgh) exceed surface tension forces (FLV = γLV/r) holding the 
melt pool. The deleterious influence of stuck particles has been 
shown by many authors like Liu et al. [24] on 316L, Koutiri et al. 
[25] and Yan et al. [26] on Inconel 625, and Ladewig et al. [27] on 
Inconel 718. 

On the one hand, due to He high conductivity, one could expect a 
better heat dissipation, and a possible improvement of surface finish. On 
the other hand, whatever the shielding gas, thinner built parts, obtained 
with shorter laser tracks, and surrounded by the powder bed, should 
favour higher local temperatures. 

Three wall thicknesses of respectively 0.5 mm, 1 mm and 5 mm were 
considered, built either vertically or with an angle of 40◦ (versus the 
normal axis to the building plate). Similar process parameters P = 275 W 
and V = 760 mm/s (VED = 86 J/mm3) were used. 

Interestingly, the results shown in Fig. 9a highlight the following 

Fig. 5. Bead heights and widths versus VED measured on the last layer of built cubes and compared with single beads processed under Ar, He and N2 atmospheres 
(each point corresponds to an average value for a given (P, V) condition and error bars are average deviations estimated on 3 to 4 measurements). 
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aspects: 

- There is no clear influence of the wall thickness on surface rough-
ness, whatever the building orientation  

- The beneficial effect of He observed with a normal building (0◦

angle) is confirmed. However, for inclined samples, surfaces are 
strongly deteriorated under He. For instance, Ra values, considered 
for underskin surfaces, tend to increase by a factor 4 or 5 (from 6 to 8 

μm to 32–38 μm) with He whereas the orientation effect is smaller 
(~factor 2 increase on Ra) with Ar or N2. 

The analysis of cross-sections (Fig. 9b) reveals that the melt pool has 
a greater tendency to overflow under He atmosphere. This could indi-
cate that the surface tension between He and the liquid Inconel 625 is 
lower than with the two other gases, with a higher Bond number (ratio 
between gravity and capillarity, Eq. (3)) favouring overflow. 

As a reminder, the Bond number Bo compares the pressure from 
gravitational forces ρ g hMP (hMP = melt-pool height) with the capillary 
pressure γLV/rc for a drop (Eq. (3)). When Bo is <1, the capillary forces 
are dominant. 

Bo =
ρ g hMP

2γLV/rc
(3)  

with: γLV the surface tension at the liquid - vapour interface, rc the 
curvature radius and hMP the melt-pool height. 

Fig. 6. SEM images and surface topography (3 mm × 3 mm) of lateral surface of cube n◦7.  

Table 2 
Thermo-physical gas properties at room temperature [23].  

Gas Density 
ρ 
(kg. 
m− 3) 

Thermal 
conductivity 
K (W.m− 1. 
K− 1) 

Specific 
Heat (J. 
kg− 1.K− 1) 

Thermal 
diffusivity 
(m2/s) 

Ionisation 
energy Ei 

(eV) 

Ar  1.63  18  522  20.9  15.7 
N2  0.97  26  1041  21.6  15.6 
He  0.14  155  5190  183  24.6  
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Fig. 7. Average Ra (a) and line perimeter τP (b) versus VED for Ar, He, N2, and the location of parts in the L-PBF chamber (front or back position versus gas flow). 
Average deviations are reported as error bars. 
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5. Influence of protective atmosphere on porosity rate

5.1. Porosity rate in cubes 

Porosity rate is one of the criteria most often as an optimization 
criterion to select adequate L-PBF manufacturing conditions. The aim of 
this part is to determine whether the properties of the gas protection can 
influence the porosity rate in the as-built parts. 

It is a well-known fact that porosities have at least the following 
origins:  

(1) Non-spherical lacks of fusion (linked to a poor optimization of the 
parametric conditions) [28]  

(2) An unstable keyhole welding mode (with a substantial vapour 
pressure deforming the melt-pool surface), promoting large and 
near-spherical gas cavities that cannot be removed from the melt 
pool before solidification [29].  

(3) The occlusion of tiny gas bubbles (for instance H2) coming from 
adsorbed water at the surface of powder grains or ambient 
hygrometry in the L-PBF chamber. 

Possible surfactant effect (tensio-active) at the melt-pool gas inter-
face such as those mentioned by Kuo and Lin [9] for an Inconel 690 
welded in a N2 atmosphere could play a beneficial role by promoting 
degassing effects. 

In the current work, the influence of the gas nature on the porosity 

rate was studied on 10 mm × 10 mm × 5 mm samples for 4 distinct (P, V) 
conditions (Table 1). The samples were mirror polished and then 
observed with an optical microscope. Optical images of the whole 
samples cross-section, obtained at ×25 magnification are presented in 
Fig. 10 for two energy densities (48 and 96 J/mm3) and three different 
gases: argon, helium, and nitrogen. 

On these micrographs allowing to detect only macroscopic porosities 
(×25), porosities are located throughout the whole built volume at 48 J/ 
mm3, while at 96 J/mm3 they are fewer, mostly localized in the contours 
and look like keyhole pores. Such edge effects, reported by many au-
thors, have been attributed to:  

(1) The presence of a turnaround point of the laser beam due to the 
back-and-forth strategy which creates local overheating (cooling 
time is shorter) and deeper tracks;  

(2) A bad skywriting optimisation: the local scan speed at the 
beginning of scan tracks is then lower than the set point, pro-
voking an excessive local VED;  

(3) Specific thermal boundary conditions (powder bed poorly 
conductive on one of the edges) which promotes heat 
concentration. 

These three conditions tend to promote the formation of keyhole 
porosities. To overcome these edge effects, the images used for the 
analysis of the porosity rate were taken from the core of the specimen 
with eight images taken at higher magnification (×200) allowing to 

Fig. 8. Superposition of 10 images from high-speed videos (2000 fps) during the powder bed fusion of the cubes - SEM images and topography maps (3000 × 3000 
μm2) of the upper cube surfaces (cube n◦7). 
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Fig. 9. (a) Evolution of roughness with the wall thickness and the part orientation (0◦ or 40◦) for the three studied atmospheres Ar, He and N2 (Average deviations 
are reported as error bars), (b) micrographs of underskin surfaces in Ar or He. 

Fig. 10. Cross-sectional analysis (×25) of samples manufactured under Ar, He and N2 atmospheres.  
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observe smaller pores (down to 3 μm). 
For the three gases, the evolution of the porosity rate as a function of 

the VED, is presented in Fig. 7. The porosity rates vary between 0.04 and 
0.25 %, and tend to decrease with VED. Globally, except at high VED 
(96 J/mm3) for which Ar induces a two times higher porosity rate than 
with N2 and He, the densification does not clearly vary with gas nature. 
Above 64 J/mm3, the porosity rate remains globally similar, with an 
average 0.05 % value. Moreover, 95 % of the detected porosities have a 
diameter of <10 μm, whatever the shielding gas. 

5.2. Influence of the part size and building angle 

The aim of this section is to focus on the effect of the size (specifically 
the width of the specimen) and the inclination of the parts with the 
building plate. The variation in the width of parts manufactured for the 
same energy conditions (275 W – 600 mm/s) makes it possible to 
consider different thermal boundary conditions during the build. Thus, 
in the thinnest walls (0.5 mm), the heat dissipation is likely to be lower 
since the built volume is small and completely surrounded by a powder 
bed which has weak thermal conductive properties. However, the nature 

of the gas constituting the working atmosphere, and approximately 50 % 
of the bed volume can modify the heat dissipation conditions at the part 
walls. The aim is also to see if the manufacturing angle of the part (here 
40◦ relative to the vertical) has an effect on the porosity rate. Optical 
microscopy images of the samples are shown in Fig. 12 for the three 
widths and the two building angles. 

Contrary to our expectations, more porosities are detected in thin 
walls (Fig. 12a). This can be explained by a higher (contour area/total 
built area), combined with the localization of porosities near the contour 
zones. Globally, similar porosity rate is obtained within the hatching 
areas, but the increase in specific surface (built surface over built vol-
ume) for thin samples, promotes a higher porosity rate. 

Additionally, the thin and inclined parts (0.5 mm, 40◦) built under 
helium atmosphere exhibit a less pronounced thermal distortion (cur-
vature) than under argon (Fig. 12b). This traduces a lower thermal 
gradient between the undercut (down-skin) side and the upper side of 
the wall, which is made possible by the higher thermal dissipation in 
helium. 

Fig. 11. Evolution of porosity with the VED measured in the cubes for the three 
studied gases. 

Fig. 12. Optical microscopy of cross sections from walls manufactured under Ar and He with three different thicknesses and two inclinations (275 W – 600 mm/s). 
(a) optical images of built parts, (b) influence of wall thickness, building angle and protective gas on porosity rate. 

Fig. 13. Table: O, N, C and S contents in as-built L-PBF parts (error bars 
correspond to the uncertainty on the experimental measurement). 
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6. Influence of gaseous atmosphere on Inconel 625
microstructures 

Due to the modification of thermal boundary conditions with the 
change of shielding gas, microstructural changes are possible, especially 
with helium, which promotes faster thermal dissipation and lower 
average temperatures in the built parts, and also with nitrogen that 
could be reactive with liquid nickel. To understand further the gaseous 
influence, various analysis were performed on samples built with the 
same process conditions (P = 275 W, V = 0.75 m/s, hatch distance =
120 μm, rotation angle = 33◦). This includes: (1) a chemical analysis of 
as-built structures, (2) microstructural investigations using SEM and 
EBSD, (3) X-ray diffraction to identify new crystalline phases and (4) 
micro-hardness measurements to address mechanical properties at a 
local scale. 

6.1. Chemical analysis of built parts 

Chemical analysis on as built parts were carried out using an EMGA- 
920 non-dispersive infrared analyser, and did not point out distinct 
changes between O, N, C and S contents, except a factor two N enrich-
ment of samples manufactured in N2 shielding (~190 ppm versus ~85 
ppm), attributed to a nitrogen dissociation and solubilization in the 
Inconel 625 melt-pool. Surprisingly, a small modification of the carbon 

content (between 410 ppm and 590 ppm) and the sulphur content was 
also detected (21 ppm in Ar, 35 ppm in He and 45 ppm in N2) without 
any clear explanation (Fig. 13). 

6.2. SEM and EBSD microstructural analysis 

At a microscale, the comparison of as built samples manufactured 
under Ar, He, N2 did not reveal significant microstructural changes. 

The solidification structure i.e. the intercellular/interdendritic dis-
tance was kept constant (Dendrite arm spacing DAS ~ 1 μm) whatever 
the shielding gas, and Nb, Cr microsegregation in inter-cell areas was 
apparently not modified even if a high resolution chemical analysis 
would have been required to validate this point. Such data are consistent 
with previous works on the same alloy [21], and traduce the high so-
lidification rate. In more detail, the orientation of dendrites mostly 
follows the shape of the melt-pools contours but can also be oriented 
perpendicularly to the investigated plane (white crosses on Fig. 14a), 
with a 90◦ tilt relative to the melt-pool boundary. 

Similar solidification microstructures were also evidenced with 
EBSD analysis. Corresponding microstructures are typical of a keyhole 
(deep penetration) welding mode, with a mix of elongated and small 
grains oriented parallel to the build direction (BD), together with 
chevron-like grains normal to BD (Fig. 15). These microstructures are 
less columnar and less oriented (001) than those obtained on the same 
material by De Terris et al. [21]. This is assumed to be due to a deeper 
bead penetration in the current work, which promotes a larger melt-pool 
curvature and limits the vertical grain growth along build direction 
(BD). A rather low texture intensity (TI) was obtained on the three 
samples, with a maximum TI of 3.5 in the (111) direction under Ar. 
Moreover, the grain size distribution, estimated by the intercept 
method, was also similar, with an average diameter of ~50 μm. Last, the 
Kernel Average Misorientation (KAM) values considered either with the 
first or second neighbour pixel were analysed (Fig. 16). From these KAM 
data, combined with the use of a Matlab-MTEX routine, the density of 
geometrically necessary dislocation (GND) density ρGND was calculated. 
The same order of magnitude for ρGND (~2.9 1015 m.m− 3 ± 0.3 1015 m. 
m− 3) was obtained whatever the gas. Such values are also in phase with
recent results by [21]. 

6.3. Micro-hardness tests 

Micro-hardness tests (9 mm-long lines) were carried out to estimate a 
possible effect of gaseous atmosphere on work-hardening levels. Many 
factors affect hardness levels, including dislocation density, residual 
stresses, grain size (identical, for the three gases) or precipitation 
hardening (considered to be limited due to the absence of a real 
tempering during L-PBF). In the observed data (Fig. 17), a He shielding 
induces an intermediary hardness level of 279 HV0.2, to be compared 
with 290 HV0.2 with Ar and 274 HV0.2 with N2. This tends to indicate 
that boundary thermal conditions play a real but not dominant role in 
microstructure formation and resulting work-hardening levels. Howev-
er, further investigations should be carried out at a more local scale to 
understand the reduced hardness under N2, and analyse a possible 
precipitation substructure, including tiny γ” (Ni3 (Nb,Ti)) phases. 

6.4. X-ray diffraction analysis 

The analysis of X-ray peak widths (broadening or narrowing) can 
provide an interesting estimation of the amount of microstrains = work- 
hardening level, and of the resulting dislocation density ρd. The three X- 
ray diffractograms obtained on Ar, N2 and He are presented in Fig. 18. 
Very few apparent differences are shown, except the occurrence of tiny 
peak for 2θ = 54◦ and 77◦ for N2 and He gases, not detectable with Ar. 
Such X-ray peaks could not be attributed with a specific crystalline 
phase. Another peculiarity concerns the N2 diffractogram for which the 
amplitude of (111) peak is surprisingly lower than the amplitude of the 

Fig. 14. SEM images of the microstructures of as built Inconel 625 L-PBF 
samples under He. Intercellular zones (enriched with Nb and Cr) are brighter 
than the matrix. (a) at ×1000 magnification, dendrites are mostly oriented 
perpendicularly to the former melt-pools edges, (b) An average 1 μm arm 
spacing is evidenced, whatever the gas shielding. 



1503

(200) peak, possibly due to a texture effect. 

λ = 2 dhklsinθhkl (4) 

With λ = X-ray wavelength (λCu = 0,154,184 nm), dhkl = inter- 
reticular distance. 

First, using X-ray position on I = f(2θ) diffractograms, and Bragg's 
law (Eq. (4)) an estimation of the lattice parameter a for a FCC material 
was made. Nearly similar values of a = 0.3597 nm (Ar), a = 0.3599 nm 
(He) and a = 0.3600 nm (N2) were obtained, which indicate that the 
crystal distortions (induced by precipitation, residual stresses…) are 
nearly equivalent. 

Second, an attempt was made to use four X-ray peaks of FCC Ni 
matrix in the 40◦-100◦ 2θ angles range (Fig. 16) with a modified 
Williamson-Hall (WH) approach already used by Prasad, et al. [30]. 
Such an approach allows estimating the density of dislocations 
ρd through an analytical analysis of x-ray peak broadening (for more 
information about the WH calculation, please refer to [21,30]. However, 
and even with the use of specific contrast factors for dislocations on 
(111), (200), (220) and (311) planes, obtained results were too scattered 
to be really convincing, especially on N2. A rough estimation of ρd only 
exhibited values in the 5.1014–5.1015 m.m− 3 range, without clear 
distinction between the three gaseous atmospheres. 

7. Discussion

Very few studies have considered already the use of a large range of
gas properties in the L-PPBF process. In the current work, with a specific 
focus on surface topography, porosity rate and microstructures of an 
Inconel 625, different and sometimes contradictory effects have been 
evidenced. 

Compared with a classical argon protection, helium globally induces 
a better process stability:  

- It promotes heat dissipation and favours smoothing of edge surfaces 
by limiting the wall surface temperature, and the number of 
agglomerated particles, except for undercut surfaces built with a 40◦

angle for which surfaces are strongly deteriorated, with a melt-pool 
tendency to overflow under the action of gravity forces. This unex-
pected result (roughness of L-PBF parts usually increases with wall 
temperatures and high P/V values) seems contradicted by the lower 
distorsions of thin walls under helium (Fig. 12b), attributed to a 
better heat dissipation in a highly conductive gas. An assumption 
would be that stronger heat accumulation under Ar (higher T) could 
induce lower ρ values and slightly lighter (=more stable) melt-pools 
in overhang position. However this seems rather unlikely. 

- Helium improves the surface roughness of build surfaces (perpen-
dicular to the build direction), and favours liquid spreading between 
adjacent beads. 

Fig. 15. EBSD analysis (Inverse pole figures (IPF)) on L-PBF cross-sections manufactured under Ar, He and N2 shielding (BD = build direction).  
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At first sight, the better liquid spreading, and smaller menisci shown 
in Fig. 8 could be attributed to a reduction of surface tensions between 
liquid Inconel 625 and helium. However, tensio-active effects are usu-
ally dependent on the chemical content of the melt-pool, which does not 
vary significantly with helium, still considered as a neutral gas. This is 
confirmed experimentally by Sarou-Kanian et al. [31] on aluminum, 
where both Ar and He protective gas induce the same surface tensions 
γLV. To explain the observed results, one could assume a local modifi-
cation of the O2 content near the built samples, especially considering 
the high helium flow rate (10 m/s) compared with argon (2.8 m/s).  

- It also reduces the number of spatters (Fig. 8), which result has 
already been shown in [17]. 

To explain the reduction of spattering under He, Traore et al. [17] 
claimed that due to a faster vertical expansion of the vapour plume, 
resulting in larger denudation effects, small powder particles were more 
easily incorporated in the melt-pool by the lateral dragging force, and 
less ejected-entrained by the vapour plume. This incorporation could 
also be favoured by a reduction of surface tension. On the other hand, 
the larger spatters (>100 μm) come from a destabilization of the melt- 
pool when the kinetic energy of the melt-pool flow (~ρ VMP

2 ) exceeds 
local surface tension forces (γLV/r). In that case, larger liquid/gas surface 
tensions would promote a reduction of large spatters by stabilizing the 

melt-pool.  

- Even though porosity levels are low (<0.25 %), helium tends to 
reduce porosity (Fig. 11), especially at high VED (96 J/mm3) cor-
responding to the deeper melt-pools. 

Many factors can influence this effect: (1) a better solubilization of 
small helium atoms in liquid metal, (2) a better melt-pool and/or 
keyhole front wall stability during keyhole fusion, (3) lower surface 
tensions promoting porosity escape from melt-pools. 

The influence of nitrogen (N2) shielding is moderate compared with 
helium:  

- It reduces slightly the density of pores for large VED/large parts 
(Fig. 11) and thin walls at constant VED (Fig. 12). Such a result 
agrees partially with results from Kuo et al. [9] on Inconel 690 in 
keyhole welding conditions, who observed a strong reduction of 
porosity under N2. Such an effect, attributed by Kuo et al. [9] to a 
reduction of surface tension that favours pore dissolution and a 
higher solubility of N in Cr-rich liquids, is not dominant in the cur-
rent work.  

- It does not modify surface roughness (Fig. 7) and process stability 
(Fig. 8) 

Fig. 16. Kernel Average Misorientation (KAM) for Ar, He and N2 shielding (BD = build direction), misorientation angle range = 0◦ (black) to 1◦ (white).  
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Consequently, a surfactant effect of solubilized nitrogen in the 
Inconel 625 melt-pool is possible, but without significant effect on 
roughness and laser/melt-pool interaction. 

Considering all these data, a clear physical understanding of the in-
fluence of shielding gas on Inconel 625 melt-pools for L-PBF in keyhole 
mode still remains complex, and needs to be considered with caution. 

In a second step, microstructures and local mechanical properties 
(hardness) were investigated in order to check a possible influence of 
cooling effects (with helium) and of a slightly modified chemical 
composition (with N2). 

Globally, a moderate influence of the gas shielding on as-built mi-
crostructures was shown, at least at the micro-scale considered in the 
current work. However, a tiny reduction of hardness values was evi-
denced with He and N2. This result was compared with X-ray diffraction 
(XRD) analysis of L-PBF samples, which indicates a larger peak broad-
ening with Ar samples than with the two other gases. A Williamson-Hall 
analysis of peak-broadening, already used by De Terris et al. [21] and 
Prasad et al. [30] was carried out, and allowed a rough estimation of 
dislocation densities, with ρd comprised between 5.1014 and 5.1015 m. 

m− 3. However, such data, taking into account all the contributions of
statistically stored dislocations (SSD) were much too scattered, and not 
confirmed by the KAM analysis and the estimation of geometrically 
necessary dislocations (GND). This latter KAM analysis did not evidence 
any clear difference between the three gases with an average estimated 
value of ρGND = 2.9.1015 m.m− 3. 

A more detailed analysis of dislocation structure using TEM should 
be performed to confirm or infirm these preliminary data, and the 
possible reduction of L-PBF thermal work-hardening in a high conduc-
tive gas through a decrease of dislocation density. Another interesting 
work to be done would be to analyse the influence of part size on the L- 
PBF thermally induced work-hardening. Such an influence was clearly 
shown by Bertsch, et al. [32] who indicated that dislocation density 
increased in a L-PBF 316L steel with increasing constraints (i.e. larger 
built volume) surrounding the melt-pool. However, in the current work, 
no size influence was shown on microhardness values, and it was not 
possible to analyse thin walls with X-ray diffraction, due to the large 
diameter of the X-ray spot (around 2.5 mm). 

8. Conclusion

The influence of three protective gases (argon, helium and nitrogen)
on surface finish, porosity rate, and microstructures of Inconel 625 L- 
PBF samples were considered. Based on the dimensions of fusion zones, 
the laser-matter energy coupling was not widely modified by the gas 
change, but the use of a high thermal conductivity gas like helium was 
shown to improve surface roughness, and to limit thermal distortions on 
thin samples, due to a better heat dissipation. Nearly similar porosity 
rates were obtained whatever the building angle, and the protective gas, 
except for high input energy where benefits were shown for He and N2. 
The modification of surface tensions at the melt-pool/gas interface was 
considered as a hypothetical contribution to the change of surface finish. 
Last, no significant microstructural change was shown with the change 
of gas. However, this should be confirmed with further microstructural 
analysis at a more microscopic scale. 
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